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GOLDSTORM DEPOSIT
Section 117+00 NE

Viewing Northeast (030°), +/- 175m
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GS-21-113-W1
78.0 m @ 4.07 g/t AuEQ
159.0 m @ 2.35 g/t AuEQ
459.0 m @ 1.30 g/t AuEQ

GS-21-113-W2
97.0 m @ 1.29 g/t AuEQ

GS-21-113-W2
57.0 m @ 2.34 g/t AuEQ
556.5 m @ 1.38 g/t AuEQ

GS-21-113-W1

GS-21-113-W2

GS-21-113-W2
1320.0 m @ 0.97 g/t AuEQ

GS-21-113-W2
69.0 m @ 1.85 g/t AuEQ



GS-21-120
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GOLDSTORM DEPOSIT
Section 114+00 NE

Viewing Northeast (030°), +/- 50m

GS-21-117-W1

GS-21-117

Southeast (120°°°°)Northwest (300°°°°)

GS-21-117
27.0 m @ 2.20 g/t AuEQ
52.5 m @ 1.38 g/t AuEQ
321.0 m @ 0.55 g/t AuEQ

GS-21-120

GS-21-117-W1
25.5 m @ 2.64 g/t AuEQ
51.0 m @ 1.58 g/t AuEQ
345.85 m @ 0.59 g/t AuEQ

GS-21-120
65.0 m @ 1.51 g/t AuEQ
198.0 m @ 0.93 g/t AuEQ
687.0 m @ 0.50 g/t AuEQ

GS-21-120
31.75 m @ 1.96 g/t AuEQ
90.25 m @ 1.09 g/t AuEQ
231.25 m @ 0.75 g/t AuEQ

GS-21-117-W1

Thrust Fault Defined

Au (g/t)

> 3.0

1.0 – 3.0 

0.5 – 1.0

0.2 – 0.5 

0    2.5  5

0            5,000        10,000         

Cu (ppm)

Thrust Fault Undefined

GS-21-120
45.0 m @ 1.03 g/t AuEQ
121.5 m @ 0.63 g/t AuEQ



GOLDSTORM DEPOSIT
Section 111+00 NE

Viewing Northeast (030°), +/- 112.5m

GS-21-118

Southeast (120°°°°)Northwest (300°°°°)

GS-21-121

GS-21-118
86.5 m @ 1.60 g/t AuEQ
295.5 m @ 0.95 g/t AuEQ
786.7 m @ 0.76 g/t AuEQ

GS-21-118
44.0 m @ 0.86 g/t AuEQ
91.5 m @ 0.64 g/t AuEQ

GS-21-121
93.1 m @ 1.06 g/t AuEQ
760.6 m @ 0.56 g/t AuEQ

GS-21-121
72.0 m @ 1.00 g/t AuEQ
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